
Rule of Mixtures
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Ec = EmVm + EpVp 
Or  Ec = EmEp/(EmVm + EpVp) 
where Vm & Vp are the volume fraction of matrix and reinforcement respectively and Em & Ep are elastic modulus of matrix and reinforcement.
Variation in elastic modulus and tensile strength as a function of direction of measurement relative to longitudinal axis of carbon fiber-reinforced epoxy composite.
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[bookmark: _GoBack]Effect of fiber orientation on the tensile strength of E-glass fiber-reinforced epoxy composites.
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